
CERAMIC INLAYS 

The clinical procedure to prepare a tooth for a ceramic inlay consists of the following steps: 

 

Tooth preparation : 

Cavosurface angle of 90 degree butt joint all over  

Using carbide or diamond burs, creating 2-5 degree gingival occlusal divergence 

Isthmus at least 2mm wide 

Clearance at least by 0.5mm to adjacent tooth 

 

 

Final Impression 

 

 

Master working cast poured 

 

 

Duplicate cast with refractory 

 

For Feldspathic Porcelein inlay: 

Porcelein is added in refractory die and fired 

Recovery of restoration, cleaned of investment 

Seating on master die for finishing and polishing 

 

 

 

For Hot pressed glasss ceramics inlay: 

Wax pattern from master die 

Spruing and investing  Lost wax technique 

Ceramic ingot at 1100 degree C pressed into the mould 

Surface staining of restoration foe shade matching 

 

 

 

 

Cementation of ceramic inlay: 

Final seating into the cavity and cementation using resin based cements  

Check for occlusion 

Post operative instructions 


